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Overview

• AFSPC Areas of Corrosion
• Discuss Corrosion Cause and Effect
• Compare Zinc Rich Protective Coatings
• Discuss Coating Application Technology
• Introducing Metallization and Comparisons 
• Metallization Application
• Current Applications 
• Comparisons



Corrosion Control Areas

• Spacelift

• Launch Facilities in Support of:

Atlas

Delta

Titan

• Communications-Electronics



Corrosion Control Areas (cont’d) 

• Space Lift 
• Launch Facilities - Cape & Vandenberg

• Support Equipment (SE)

• Aerospace Ground Equipment (AGE)

• Real Property Installed Equipment (RPIE)



Corrosion Control Areas (cont’d)

• Aircraft
• UH-1N Helicopters (AFSPC 25)
• Lead Command for UH-1N (AF 62)

• Intercontinental Ballistic Missiles

• Minot - 150 MM III

• Malmstrom - 200 MM III

• F.E. Warren - 150 MM III & 50 Peacekeepers



Corrosion Control Areas (cont’d)

• Communications 

• 60 Major Sites Worldwide 

• 16 Major Programs - DSP, AFSCN, Range, DSCS, DMSP,

BMEWS, GPS, …..



Corrosion Control Areas (cont’d)
• Spacelift Range 

• Ten Sites on the Eastern Range
• Seven Sites on the Western Range























GALVANIC SERIES
Active Magnesium

Zinc
Galvenized Steel
Aluminium 1100
Mild Steel
Wrought Iron
Cast Iron

Noble Stainless Steel Type 304
Graphite
Gold

























• Test Continuation
• Location – Patrick AFB
• Duration – Four Years









Summary

• AFSPC Areas of Corrosion
• Discuss Corrosion Cause and Effect
• Compare Zinc Rich Protective Coatings
• Discuss Coating Application Technology
• Introducing Metallization and Comparisons 
• Metallization Application
• Current Applications 
• Comparisons




